
VIRGINIA DEPARTMENT OF TRANSPORTATION 
MASTER LISTING OF  

ASPHALT MATERIAL ITEMS ELIGIBLE FOR PRICE ADJUSTMENT 

 

ITEM DESCRIPTION UNITS SPECIFICATION 

10062 Asphalt-Stab. Open-Graded Material  Ton 313 
10416 Liquid Asphalt  Gal 311 312  
10417 Tack Coat Gal 310 
10420 Blotted Seal Coat Ty. B  SY ATTD  
10422 Blotted Seal Coat Ty. C  SY ATTD  
10423 Blotted Seal Coat Ty. C-1  SY ATTD  
10424 Blotted Seal Coat Ty. D  SY ATTD  
10598 NS Asphalt Concrete  Ton 315 
10603 Asphalt Concrete Ty. SM-19.0A Ton 315 
10604 Asphalt Concrete Ty. SM-19.0D Ton 315 
10605 Asphalt Concrete Ty. SM-19.0E (76-22 or 64E) Ton 315 
10606 Asphalt Concrete Ty. SM-9.5  Ton 315 
10607 Asphalt Concrete Ty. SM-12.5A  Ton 315 
10608 Asphalt Concrete Ty. SM-12.5D  Ton 315 
10609 Asphalt Concrete Ty. SM-12.5E (64E-22)  Ton 315 
10610 Asphalt Concrete Ty. IM-19.0A Ton 315 
10611 Asphalt Concrete Ty. IM-19.0D  Ton 315 
10612 Asphalt Conc. Base Cr. Ty. BM-25.0  Ton 315 
10613 Asphalt Concrete Ty. BM-37.5  Ton 315 
10614 Asphalt Concrete Ty. IM-19.0E (76-22 or 64E) Ton 315 
10635 Asphalt Concrete Ty. SM-9.5A Ton 315 
10636 Asphalt Concrete Ty. SM-9.5D  Ton 315 
10637 Asphalt Concrete Ty. SM-9.5E (64E-22)  Ton 315 
10639 Asphalt Concrete Ty. SM-19.0  Ton 315 
10642 Asphalt Concrete Ty. BM-25.0A  Ton 315 
10643 Asphalt Concrete Ty. BM-25.0D  Ton 315 
10650 Stone Matrix Asphalt SMA-9.5(64H-22)  Ton 317 
10651 Stone Matrix Asphalt SMA-9.5(64E-22)  Ton 317 
10652 Stone Matrix Asphalt SMA-12.5(64H-22)  Ton 317 
10653 Stone Matrix Asphalt SMA-12.5(64E-22)  Ton 317 
10654 Stone Matrix Asphalt SMA-19.0(64H-22)  Ton 317 
10655 Stone Matrix Asphalt SMA-19.0(64E-22)  Ton 317 
10701 Liquid Asphalt Coating  SY ATTD  
12505 Asphalt Concrete Curb Backup Material  Ton 315 
13240 Asphalt Concrete Sidewalk  Ton 504 
16110 Emul. Asph. Slurry Seal Type A  SY ATTD  
16120 Emul. Asph. Slurry Seal Type B  SY ATTD  
16130 Emul. Asph. Slurry Seal Type C  SY ATTD  
16144 Latex Mod. Emul. Treat. Type B  Ton ATTD  
16145 Latex Mod. Emul. Treat. Type C  Ton ATTD  
16146 Latex Mod. Emul. Treat. Rutfilling  Ton ATTD  
16161 Modified Single Seal  SY ATTD  
16162 Modified Double Seal  SY ATTD  
16249 Nontracking Tack Coat  Gal. ATTD  
16250 Liquid Asphalt Matl. CMS-2 (Mod)  Gal ATTD  
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16251 Liquid Asphalt Matl. CMS-2  Gal ATTD  
16252 Liquid Asphalt Matl. CRS-2  Gal ATTD  
16253 Liquid Asphalt Matl. CRS-2H  Gal. ATTD.  
16254 Liquid Asphalt Matl. RC-250  Gal ATTD  
16256 Liquid Asphalt Matl. RC-800  Gal ATTD  
16257 NS Liquid Asphalt Matl.  Gal ATTD  
16260 Liquid Asphalt Matl. CRS-2L  Gal ATTD  
16325 NS Asphalt Concrete  Ton N/A  
16326 Asphalt Concrete Ty. SM-4.75A Ton 315 
16327 Asphalt Concrete Ty. SM-4.75D Ton 315 
16328 Asphalt Concrete Ty. SM-4.75E Ton 315 
16330 Asphalt Concrete Ty. SM-9.0A  Ton 315 
16335 Asphalt Concrete Ty. SM-9.5A  Ton 315 
16337 Asph. Conc. Ty. SM-9.5ASL (Spot Level)  Ton 315 
16340 Asphalt Concrete Ty. SM-9.5D  Ton 315 
16342 Asph. Conc. Ty. SM-9.5DSL (Spot Level)  Ton 315 
16345 Asphalt Concrete Ty. SM-9.5E (64E-22)  Ton 315 
16350 Asphalt Concrete Ty. SM-12.5A  Ton 315 
16352 Asph. Con. Ty. SM-12.5ASL (Spot Level)  Ton 315 
16355 Asphalt Concrete Ty. SM-12.5D  Ton 315 
16357 Asph. Con. Ty. SM-12.5DSL (Spot Level)  Ton 315 
16360 Asphalt Concrete Ty. SM-12.5E (64E-22)  Ton 315 
16362 Asphalt Concrete Ty. SM-19.0A Ton 315 
16363 Asphalt Concrete Ty. SM-19.0D Ton 315 
16364 Asphalt Concrete Ty. SM-19.0E (76-22 or 64E) Ton 315 
16365 Asphalt Concrete Ty. IM-19.0A  Ton 315 
16370 Asphalt Concrete Ty. IM-19.0D  Ton 315 
16371 Asphalt Concrete Ty. IM-19.0E (76-22 or 64E) Ton 315 
16373 Asphalt Concrete Ty. IM-19.0A (T) Ton 315 
16374 Asphalt Concrete Ty. IM-19.0D (T)  Ton 315 
16377 Asphalt Concrete Ty. BM-37.5  Ton 315 
16379 Asphalt Concrete Ty. IM-19.0T  Ton 315 
16390 Asphalt Concrete Ty. BM-25.0A  Ton 315 
16392 Asphalt Concrete Ty. BM-25.0D  Ton 315 
16395 Asphalt Concrete Ty. BM-25.0A (T) Ton 315 
16397 Asphalt Concrete Ty. BM-25.0D (T) Ton 315 
16400 Stone Matrix Asphalt SMA-9.5(64H-22)  Ton ATTD  
16401 Stone Matrix Asphalt SMA-9.5(64E-22)  Ton ATTD  
16402 Stone Matrix Asphalt SMA-12.5(64H-22)  Ton ATTD  
16403 Stone Matrix Asphalt SMA-12.5(64E-22)  Ton ATTD  
16404 Stone Matrix Asphalt SMA-19.0(64H-22)  Ton ATTD  
16405 Stone Matrix Asphalt SMA-19.0(64E-22)  Ton ATTD  
16490 Hot Mix Asphalt Treatment Ton ATTD 
16500 Surf.Preparation & Restoration Type I Ton ATTD 
16502 Surf.Preparation & Restoration Type II Ton ATTD 
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16504 Surf.Preparation & Restoration Type III Ton ATTD 
67201 NS Asphalt Concrete Overlay  Ton 315 
67210 NS Asphalt Concrete  Ton 315 
68240 NS Asphalt Concrete  Ton 315 

 
 


